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Product: BLUETOOTH SPEAKER

Brand Name: OigiView

M/N: DSBT149-A

Applicant: DIGIVIEW TECHNOLOGY LIMITED

Address: Room 509, 5/F, Tian Shu Block, Xinggang Tongchuanghui, No.6099 Baoan District,

Shenzhen, GuangDong, China

Manufacturer: DIGIVIEW TECHNOLOGY LIMITED

Address: Room 509, 5/F, Tian Shu Block, Xinggang Tongchuanghui, No.6099 Baoan District,
Shenzhen, GuangDong, China

Requested: According to the applicant's request, to combine the components test reports, the

applicant should be responsible for the authenticity and validity of reports.

Conclusion: According to the reports submitted by the applicant, the contents of Lead, Mercury,
Cadmium, Hexavalent chromium, Polybrominated biphenyls (PBBs),
Polybrominated diphenyl ethers (PBDES) and Phthalates such as Bis(2-ethylhexyl)
phthalate (DEHP) , Butyl benzyl phthalate (BBP), Dibutyl phthalate (DBP) , and
Diisobutyl phthalate (DIBP) comply with the limits as set by RoHS Directive (EU)

2015/863 amending Annex Il to Directive 2011/65/EU.

Signed for and on behalf of

Zev%n w

Kevin Wang

EBO assures objectivity and justness of the test, and fulfill the duty of confidentiality for applicant’s information. Applicant should undertake
responsibility for the authenticity of submitted sample and information. The result(s) shown in this report refer only to the sample(s) tested. The test
results only reflect the evaluation of the sample under test and are not authorized for other purposes. EBO do not accept any liability to you for any
loss arising out of or in connection with this report, in contract, tort, by statute or otherwise. This report is invalid without signatures of approver and
special seal for inspection of EBO, or it has been reproduced in full or part. This report shall not be published as advertisement without the approval
of EBO. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be
prosecuted to the fullest extent of the law. This document is issued by the company under its General Conditions of Service accessible at
http://www.ebotest.com/zjyb/318.html.

Shenzhen EBO Testing Cenler| 2F, Qiachongsheng Cultural Creative Park, Yintian Industrial Zone, Xixiang Street, Bao 'an District, Shenzhen Tel: 86-755-33126608 Email: ebo@ebotest.com www.ebotest.com
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Integration Report

Sample Description

No.: EBO2311140-C296

Date: December 1, 2023 Page 2 of 12

No. Description Test Item

1 Black plastic cable jacket Cd, Pb, Hg, Cr(VI), PBBs & PBDEs, DEHP&DBP&BBP&DIBP
2 Silvery metal USB shell Cd, Pb, Hg, Cr(VI)

3 Silvery metal contact plug Cd, Pb, Hg, Cr(VI)

4 White plastic USB block Cd, Pb, Hg, Cr(VI), PBBs & PBDEs, DEHP&DBP&BBP&DIBP
5 Silvery metal pin Cd, Pb, Hg, Cr(VI)

6 Silvery met.al screV\./ with black Cd, Pb, Hg, Cr(Vl)

oxide coating
7 Silvery metal cover Cd, Pb, Hg, Cr(VI)
8 Silvery metal shell with black Cd. Pb, Hg, Cr(VI)
coating
9 Black plastic base cover Cd, Pb, Hg, Cr(VI), PBBs & PBDEs, DEHP&DBP&BBP&DIBP
10 Black silicone base block Cd, Pb, Hg, Cr(VI), PBBs & PBDEs, DEHP&DBP&BBP&DIBP
11 Transparent plastic inner cover | Cd, Pb, Hg, Cr(VI), PBBs & PBDEs, DEHP&DBP&BBP&DIBP
12 Black silicone horn diaphragm Cd, Pb, Hg, Cr(VI), PBBs & PBDEs, DEHP&DBP&BBP&DIBP
washer
13 Silvery metal rounq board with Cd, Pb, Hg, Cr(Vl)
black coating

14 | Silvery sticker with black printing | Cd, Pb, Hg, Cr(VI), PBBs & PBDEs, DEHP&DBP&BBP&DIBP
15 Silvery metal magnet Cd, Pb, Hg, Cr(VI)

16 Grey metal magnet ring Cd, Pb, Hg, Cr(VI)

17 | Magnet color metal bottom block Cd, Pb, Hg, Cr(VI)

18 Black foam Cd, Pb, Hg, Cr(VI), PBBs & PBDEs, DEHP&DBP&BBP&DIBP
19 Silvery metal shell (battery) Cd, Pb, Hg, Cr(VI)

20 Yellow transparent sticker Cd, Pb, Hg, Cr(VI), PBBs & PBDEs, DEHP&DBP&BBP&DIBP
21 Green polymer circuit board Cd, Pb, Hg, Cr(VI), PBBs & PBDEs, DEHP&DBP&BBP&DIBP
22 Black IC Cd, Pb, Hg, Cr(VI), PBBs & PBDEs, DEHP&DBP&BBP&DIBP

EBO assures objectivity and justness of the test, and fulfill the duty of confidentiality for applicant’s information. Applicant should undertake
responsibility for the authenticity of submitted sample and information. The result(s) shown in this report refer only to the sample(s) tested. The test
results only reflect the evaluation of the sample under test and are not authorized for other purposes. EBO do not accept any liability to you for any
loss arising out of or in connection with this report, in contract, tort, by statute or otherwise. This report is invalid without signatures of approver and
special seal for inspection of EBO, or it has been reproduced in full or part. This report shall not be published as advertisement without the approval
of EBO. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be
prosecuted to the fullest extent of the law. This document is issued by the company under its General Conditions of Service accessible at
http://www.ebotest.com/zjyb/318.html.

Shenzhen EBO Testing Cenler| 2F, Qiachongsheng Cultural Creative Park, Yintian Industrial Zone, Xixiang Street, Bao 'an District, Shenzhen Tel: 86-755-33126608 Email: ebo@ebotest.com www.ebotest.com
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No. Description Test Item

23 Chip resistance Cd, Pb, Hg, Cr(VI), PBBs & PBDEs, DEHP&DBP&BBP&DIBP
24 Chip capacitance Cd, Pb, Hg, Cr(VI), PBBs & PBDEs, DEHP&DBP&BBP&DIBP
25 Crystal oscillator Cd, Pb, Hg, Cr(VI), PBBs & PBDEs, DEHP&DBP&BBP&DIBP
26 Silvery metal plug shell Cd, Pb, Hg, Cr(VI)

27 Golden metal switch button Cd, Pb, Hg, Cr(VI)

28 Silvery metal switch block Cd, Pb, Hg, Cr(VI)

29 Silvery metal solder Cd, Pb, Hg, Cr(VI)

30 Red plastic wire jacket Cd, Pb, Hg, Cr(VI), PBBs & PBDEs, DEHP&DBP&BBP&DIBP
31 Black plastic wire jacket Cd, Pb, Hg, Cr(VI), PBBs & PBDEs, DEHP&DBP&BBP&DIBP
32 Silvery metal wire core Cd, Pb, Hg, Cr(VI)

33 Red metal wire Cd, Pb, Hg, Cr(VI)

34 Black solid main body Cd, Pb, Hg, Cr(VI), PBBs & PBDEs, DEHP&DBP&BBP&DIBP

EBO assures objectivity and justness of the test, and fulfill the duty of confidentiality for applicant’s information. Applicant should undertake
responsibility for the authenticity of submitted sample and information. The result(s) shown in this report refer only to the sample(s) tested. The test
results only reflect the evaluation of the sample under test and are not authorized for other purposes. EBO do not accept any liability to you for any
loss arising out of or in connection with this report, in contract, tort, by statute or otherwise. This report is invalid without signatures of approver and
special seal for inspection of EBO, or it has been reproduced in full or part. This report shall not be published as advertisement without the approval
of EBO. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be
prosecuted to the fullest extent of the law. This document is issued by the company under its General Conditions of Service accessible at
http://www.ebotest.com/zjyb/318.html.

Shenzhen EBO Testing Cenler| 2F, Qiachongsheng Cultural Creative Park, Yintian Industrial Zone, Xixiang Street, Bao 'an District, Shenzhen Tel: 86-755-33126608 Email: ebo@ebotest.com www.ebotest.com
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Test result-1:

No. Result (mg/kg) vpL | REQUIRED
ITEM (malkg) LIMIT
1 2 3 4 5 (mg/kg)

Cd N.D. | N.D. | N.D. | N.D. | N.D. 2 <100
Cr(VI) N.D. | Negative | Negative | N.D. | Negative 8 <1000
Hg N.D. | N.D. | N.D. | N.D. | N.D. 2 <1000
Pb N.D. | N.D. | N.D. | N.D. | N.D. 2 <1000
Polybrominated Biphenyls (PBBs) | --—- | === | oo | e | meeem | e <1000
Monobromobiphenyl N.D. | - | - N.D. | ---- 5 | -
Dibromobiphenyl N.D. | - | ---- N.D. | ----- 5 | -
Tribromobiphenyl N.D. | - | ----- N.D. | ----- 5 | -
Terabromobiphenyl N.D. | - | - N.D. | ---- 5 | -
Pentabromobiphenyl N.D. | - | - N.D. | ----- 5 | -
Hexabromobiphenyl N.D. | - | - N.D. | ----- 5 | -
Heptabromobiphenyl N.D. | - | - N.D. | ----- 5 | -
Octabromobiphenyl N.D. | - | - N.D. | ---- 5 | -
Nonabromodiphenyl N.D. | - | - N.D. | ----- 5 | -
Decabromodiphenyl N.D. | === | - N.D. | ----- 5 | -
PolybrominatedDiphenylethers (PBDES) | ---—-- | ===== | === | === | =omem | —-mm- <1000
Monobromodiphenyl ether N.D. | - | - N.D. | --—--- 5 | -
Dibromodiphenyl ether N.D. | - | - N.D. | ----- 5 | -
Tribromodiphenyl ether N.D. | - | - N.D. | ---- 5 | -
Tetrabromodipheny! ether N.D. | == | - N.D. | --—--- 5 | -
Pentabromodiphenyl ether N.D. | - | - N.D. | --—--- 5 | -
Hexabromodiphenyl ether N.D. | - | - N.D. | ---- 5 | -
Heptabromodiphenyl ether N.D. | - | - N.D. | ---- 5 | -
Octabromodiphenyl ether N.D. | == | ---- N.D. | ----- 5 | -
Nonabromodiphenyl ether N.D. | - | - N.D. | ---- 5 | -
Decabromodiphenyl ether N.D. | - | - N.D. | --—--- 5 | -
Bis-(2-ethylhexyl) Phthalate (DEHP) N.D. | --—- | - N.D. | ----- 50 1000
Butyl benzyl phthalate (BBP) N.D. | - | -—-- N.D. | --—--- 50 1000
Dibutyl phthalate (DBP) N.D. | - | ---- N.D. | ---- 50 1000
Diisobutyl phthalate (DIBP) N.D. | - | -—-- N.D. | --—-- 50 1000
Result(P/F) P P P P P | -

EBO assures objectivity and justness of the test, and fulfill the duty of confidentiality for applicant’s information. Applicant should undertake
responsibility for the authenticity of submitted sample and information. The result(s) shown in this report refer only to the sample(s) tested. The test
results only reflect the evaluation of the sample under test and are not authorized for other purposes. EBO do not accept any liability to you for any
loss arising out of or in connection with this report, in contract, tort, by statute or otherwise. This report is invalid without signatures of approver and
special seal for inspection of EBO, or it has been reproduced in full or part. This report shall not be published as advertisement without the approval
of EBO. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be
prosecuted to the fullest extent of the law. This document is issued by the company under its General Conditions of Service accessible at
http://www.ebotest.com/zjyb/318.html.

Shenzhen EBO Testing Cenler| 2F, Qiachongsheng Cultural Creative Park, Yintian Industrial Zone, Xixiang Street, Bao 'an District, Shenzhen Tel: 86-755-33126608 Email: ebo@ebotest.com www.ebotest.com




=10,

Integration Report No.: EBO2311140-C296 Date: December 1, 2023 Page 5 of 12

Test result-2:

No. Result (mg/kg) vpL | REQUIRED
ITEM (malkg) LIMIT
6 7 8 9 | 10 (mg/kg)

Cd N.D. | N.D. | N.D. | N.D. | N.D. 2 <100
Cr(VI) Negative | Negative | Negative | N.D. | N.D. 8 <1000
Hg N.D. | N.D. | N.D. | N.D. | N.D. 2 <1000
Pb N.D. | N.D. | N.D. | N.D. | N.D. 2 <1000
Polybrominated Biphenyls (PBBs) | - | === | == | emeem | meeem | e <1000
Monobromobiphenyl | —eem | e | e N.D. | N.D. 5 | -
Dibromobiphenyl | e | e | e N.D. | N.D. 5 | -
Tribromobiphenyl | e | e | - N.D. | N.D. 5 | -
Terabromobiphenyl | e | e | e N.D. | N.D. 5 | -
Pentabromobiphenyl | e | e | e N.D. | N.D. 5 | -
Hexabromobiphenyl | e | e | e N.D. | N.D. 5 | -
Heptabromobiphenyl | = | e | e N.D. | N.D. 5 | -
Octabromobiphenyl | e | e | e N.D. | N.D. 5 | -
Nonabromodiphenyl | s | e | e N.D. | N.D. 5 | -
Decabromodiphenyl | meeem | e | e N.D. | N.D. 5 | -
PolybrominatedDiphenylethers (PBDES) | ---—-- | ===== | === | === | =omem | —-mm- <1000
Monobromodiphenyl ether | = | o | e N.D. | N.D. 5 | -
Dibromodiphenyl ether | —eem | e | - N.D. | N.D. 5 | -
Tribromodiphenyl ether | —eeem | meeem | - N.D. | N.D. 5 | -
Tetrabromodiphenyl ether | ——m | meem | - N.D. | N.D. 5 | -
Pentabromodiphenyl ether | = | o | e N.D. | N.D. 5 | -
Hexabromodiphenyl ether | - | = | - N.D. | N.D. 5 | -
Heptabromodiphenyl ether | === | s | e N.D. | N.D. 5 | -
Octabromodiphenyl ether | === | oem | - N.D. | N.D. 5 | -
Nonabromodiphenyl ether | === | s | e N.D. | N.D. 5 | -
Decabromodiphenyl ether | = | o | e N.D. | N.D. 5 | -
Bis-(2-ethylhexyl) Phthalate (DEHP) | - | === | -—-- N.D. | N.D. 50 1000
Butyl benzyl phthalate (BBP) | == | —em | - N.D. | N.D. 50 1000
Dibutyl phthalate (DBP) | s | e | - N.D. | N.D. 50 1000
Diisobutyl phthalate (DIBP) | === | === | - N.D. | N.D. 50 1000
Result(P/F) P P P P P | -

EBO assures objectivity and justness of the test, and fulfill the duty of confidentiality for applicant’s information. Applicant should undertake
responsibility for the authenticity of submitted sample and information. The result(s) shown in this report refer only to the sample(s) tested. The test
results only reflect the evaluation of the sample under test and are not authorized for other purposes. EBO do not accept any liability to you for any
loss arising out of or in connection with this report, in contract, tort, by statute or otherwise. This report is invalid without signatures of approver and
special seal for inspection of EBO, or it has been reproduced in full or part. This report shall not be published as advertisement without the approval
of EBO. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be
prosecuted to the fullest extent of the law. This document is issued by the company under its General Conditions of Service accessible at
http://www.ebotest.com/zjyb/318.html.
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Test result-3:

No. Result (mg/kg) vpL | REQUIRED
ITEM (malkg) LIMIT
11 | 12 | 13 | 14 | 15 (mg/kg)

Cd N.D. | N.D. | N.D. | N.D. | N.D. 2 <100
Cr(VI) N.D. | N.D. | Negatve | N.D. | Negative 8 <1000
Hg N.D. | N.D. | N.D. | N.D. | N.D. 2 <1000
Pb N.D. | N.D. | N.D. | N.D. | N.D. 2 <1000
Polybrominated Biphenyls (PBBs) | --—- | === | oo | e | meeem | e <1000
Monobromobiphenyl N.D. | N.D. | ----- N.D. | ---- 5 | -
Dibromobiphenyl N.D. | N.D. | ----- N.D. | ----- 5 | -
Tribromobiphenyl N.D. | N.D. | ----- N.D. | ----- 5 | -
Terabromobiphenyl N.D. | N.D. | ----- N.D. | ---- 5 | -
Pentabromobiphenyl N.D. | N.D. | ----- N.D. | ----- 5 | -
Hexabromobiphenyl N.D. | N.D. | ----- N.D. | ----- 5 | -
Heptabromobiphenyl N.D. | N.D. | ----- N.D. | ----- 5 | -
Octabromobiphenyl N.D. | N.D. | ----- N.D. | ---- 5 | -
Nonabromodiphenyl N.D. | N.D. | ----- N.D. | ----- 5 | -
Decabromodiphenyl N.D. | ND. | ---- N.D. | ----- 5 | -
PolybrominatedDiphenylethers (PBDES) | ---—-- | ===== | === | === | =omem | —-mm- <1000
Monobromodiphenyl ether N.D. | ND. | ---- N.D. | --—--- 5 | -
Dibromodiphenyl ether N.D. | N.D. | ----- N.D. | ----- 5 | -
Tribromodiphenyl ether N.D. | N.D. | ----- N.D. | ---- 5 | -
Tetrabromodipheny! ether N.D. | ND. | ---- N.D. | --—--- 5 | -
Pentabromodiphenyl ether N.D. | ND. | ---- N.D. | --—--- 5 | -
Hexabromodiphenyl ether N.D. | N.D. | ----- N.D. | ---- 5 | -
Heptabromodiphenyl ether N.D. | N.D. | ----- N.D. | ---- 5 | -
Octabromodiphenyl ether N.D. | ND. | ---- N.D. | --—--- 5 | -
Nonabromodiphenyl ether N.D. | N.D. | ----- N.D. | ---- 5 | -
Decabromodiphenyl ether N.D. | ND. | ---- N.D. | --—--- 5 | -
Bis-(2-ethylhexyl) Phthalate (DEHP) N.D. | N.D. | ----- N.D. | ----- 50 1000
Butyl benzyl phthalate (BBP) N.D. | ND. | ---- N.D. | --—--- 50 1000
Dibutyl phthalate (DBP) N.D. | ND. | ---- N.D. | --—--- 50 1000
Diisobutyl phthalate (DIBP) N.D. | ND. | ---- N.D. | --—-- 50 1000
Result(P/F) P P P P P | -

EBO assures objectivity and justness of the test, and fulfill the duty of confidentiality for applicant’s information. Applicant should undertake
responsibility for the authenticity of submitted sample and information. The result(s) shown in this report refer only to the sample(s) tested. The test
results only reflect the evaluation of the sample under test and are not authorized for other purposes. EBO do not accept any liability to you for any
loss arising out of or in connection with this report, in contract, tort, by statute or otherwise. This report is invalid without signatures of approver and
special seal for inspection of EBO, or it has been reproduced in full or part. This report shall not be published as advertisement without the approval
of EBO. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be
prosecuted to the fullest extent of the law. This document is issued by the company under its General Conditions of Service accessible at
http://www.ebotest.com/zjyb/318.html.
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Test result-4:

No. Result (mg/kg) vpL | REQUIRED
ITEM (malkg) LIMIT
16 | 17 | 18 | 19 | 20 (mg/kg)

Cd N.D. | N.D. | N.D. | N.D. | N.D. 2 <100
Cr(VI) Negative | Negative | N.D. | Negative | N.D. 8 <1000
Hg N.D. | N.D. | N.D. | N.D. | N.D. 2 <1000
Pb N.D. | N.D. | N.D. | N.D. | N.D. 2 <1000
Polybrominated Biphenyls (PBBs) | --—- | === | oo | e | meeem | e <1000
Monobromobiphenyl | —eeem | - N.D. | ---- N.D. 5 | -
Dibromobiphenyl | e | e N.D. | ----- N.D. 5 | -
Tribromobiphenyl | e ] e N.D. | ----- N.D. 5 | -
Terabromobiphenyl | e | - N.D. | ---- N.D. 5 | -
Pentabromobiphenyl | e | e N.D. | ---- N.D. 5 | -
Hexabromobiphenyl | e | e N.D. | ----- N.D. 5 | -
Heptabromobiphenyl | —eeem | - N.D. | ---- N.D. 5 | -
Octabromobiphenyl | e | e N.D. | ---- N.D. 5 | -
Nonabromodiphenyl | e | e N.D. | ----- N.D. 5 | -
Decabromodiphenyl | e | o N.D. | ---- N.D. 5 | -
PolybrominatedDiphenylethers (PBDES) | ---—-- | ===== | === | === | =o=em | —-mm- <1000
Monobromodiphenyl ether | - | e N.D. | ---- N.D. 5 | -
Dibromodiphenyl ether | —eem | - N.D. | ---- N.D. 5 | -
Tribromodiphenyl ether | —e—m | - N.D. | ---- N.D. 5 | -
Tetrabromodiphenyl ether | —em | o N.D. | ---- N.D. 5 | -
Pentabromodiphenyl ether | s | o N.D. | ---- N.D. 5 | -
Hexabromodiphenyl ether | - | - N.D. | ---- N.D. 5 | -
Heptabromodiphenyl ether | —-m | - N.D. | ---- N.D. 5 | -
Octabromodiphenyl ether | —=- | - N.D. | ---- N.D. 5 | -
Nonabromodiphenyl ether | —=m | - N.D. | ---- N.D. 5 | -
Decabromodiphenyl ether | ——- | - N.D. | ---- N.D. 5 | -
Bis-(2-ethylhexyl) Phthalate (DEHP) | - | ----- N.D. | ----- N.D. 50 1000
Butyl benzyl phthalate (BBP) | - | - N.D. | ---- N.D. 50 1000
Dibutyl phthalate (DBP) | - | - N.D. | ---- N.D. 50 1000
Diisobutyl phthalate (DIBP) | === | ---- N.D. | ---- N.D. 50 1000
Result(P/F) P P P P P | -

EBO assures objectivity and justness of the test, and fulfill the duty of confidentiality for applicant’s information. Applicant should undertake
responsibility for the authenticity of submitted sample and information. The result(s) shown in this report refer only to the sample(s) tested. The test
results only reflect the evaluation of the sample under test and are not authorized for other purposes. EBO do not accept any liability to you for any
loss arising out of or in connection with this report, in contract, tort, by statute or otherwise. This report is invalid without signatures of approver and
special seal for inspection of EBO, or it has been reproduced in full or part. This report shall not be published as advertisement without the approval
of EBO. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be
prosecuted to the fullest extent of the law. This document is issued by the company under its General Conditions of Service accessible at
http://www.ebotest.com/zjyb/318.html.

Shenzhen EBO Testing Cenler| 2F, Qiachongsheng Cultural Creative Park, Yintian Industrial Zone, Xixiang Street, Bao 'an District, Shenzhen Tel: 86-755-33126608 Email: ebo@ebotest.com www.ebotest.com




=10,

Integration Report No.: EBO2311140-C296 Date: December 1, 2023 Page 8 of 12

Test result-5:

No. Result (mg/kg) vpL | REQUIRED
ITEM (malkg) LIMIT
21 | 22 | 23 | 24 | 25 (mg/kg)

Cd N.D. | N.D. | N.D. | N.D. | N.D. 2 <100
Cr(VI) N.D. | N.D. | N.D. | N.D. | N.D. 8 <1000
Hg N.D. | N.D. | N.D. | N.D. | N.D. 2 <1000
Pb N.D. | N.D. | N.D. | N.D. | N.D. 2 <1000
Polybrominated Biphenyls (PBBs) | --—- | === | oo | e | meeem | e <1000
Monobromobiphenyl N.D. | N.D. | N.D. | N.D. | N.D. 5 | -
Dibromobiphenyl N.D. | N.D. | N.D. | N.D. | N.D. 5 | -
Tribromobiphenyl N.D. | N.D. | N.D. | N.D. | N.D. 5 | -
Terabromobiphenyl N.D. | N.D. | N.D. | N.D. | N.D. 5 | -
Pentabromobiphenyl N.D. | N.D. | N.D. | N.D. | N.D. 5 | -
Hexabromobiphenyl N.D. | N.D. | N.D. | N.D. | N.D. 5 | -
Heptabromobiphenyl N.D. | N.D. | N.D. | N.D. | N.D. 5 | -
Octabromobiphenyl N.D. | N.D. | N.D. | N.D. | N.D. 5 | -
Nonabromodiphenyl N.D. | N.D. | N.D. | N.D. | N.D. 5 | -
Decabromodiphenyl N.D. | N.D. | N.D. | N.D. | N.D. 5 | -
PolybrominatedDiphenylethers (PBDES) | ---—-- | ===== | === | === | =omem | —-mm- <1000
Monobromodiphenyl ether N.D. | N.D. | N.D. | N.D. | N.D. 5 | -
Dibromodiphenyl ether N.D. | N.D. | N.D. | N.D. | N.D. 5 | -
Tribromodiphenyl ether N.D. | N.D. | N.D. | N.D. | N.D. 5 | -
Tetrabromodipheny! ether N.D. | N.D. | N.D. | N.D. | N.D. 5 | -
Pentabromodiphenyl ether N.D. | N.D. | N.D. | N.D. | N.D. 5 | -
Hexabromodiphenyl ether N.D. | N.D. | N.D. | N.D. | N.D. 5 | -
Heptabromodiphenyl ether N.D. | N.D. | N.D. | N.D. | N.D. 5 | -
Octabromodiphenyl ether N.D. | N.D. | N.D. | N.D. | N.D. 5 | -
Nonabromodiphenyl ether N.D. | N.D. | N.D. | N.D. | N.D. 5 | -
Decabromodiphenyl ether N.D. | N.D. | N.D. | N.D. | N.D. 5 | -
Bis-(2-ethylhexyl) Phthalate (DEHP) N.D. | N.D. | N.D. | N.D. | N.D. 50 1000
Butyl benzyl phthalate (BBP) N.D. | N.D. | N.D. | N.D. | N.D. 50 1000
Dibutyl phthalate (DBP) N.D. | N.D. | N.D. | N.D. | N.D. 50 1000
Diisobutyl phthalate (DIBP) N.D. | N.D. | N.D. | N.D. | N.D. 50 1000
Result(P/F) P P P P P | -

EBO assures objectivity and justness of the test, and fulfill the duty of confidentiality for applicant’s information. Applicant should undertake
responsibility for the authenticity of submitted sample and information. The result(s) shown in this report refer only to the sample(s) tested. The test
results only reflect the evaluation of the sample under test and are not authorized for other purposes. EBO do not accept any liability to you for any
loss arising out of or in connection with this report, in contract, tort, by statute or otherwise. This report is invalid without signatures of approver and
special seal for inspection of EBO, or it has been reproduced in full or part. This report shall not be published as advertisement without the approval
of EBO. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be
prosecuted to the fullest extent of the law. This document is issued by the company under its General Conditions of Service accessible at
http://www.ebotest.com/zjyb/318.html.
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Test result-6:

No. Result (mg/kg) vpL | REQUIRED
ITEM (malkg) LIMIT
26 | 27 | 28 | 29 | 30 (mgrkg)

Cd N.D. | N.D. | N.D. | N.D. | N.D. 2 <100
Cr(VI) Negative | Negative | Negative | Negative | N.D. 8 <1000
Hg N.D. | N.D. | N.D. | N.D. | N.D. 2 <1000
Pb N.D. | N.D. | N.D. | N.D. | N.D. 2 <1000
Polybrominated Biphenyls (PBBs) | -——- | - | - | - | e | - <1000
Monobromobiphenyl | e | e | e | e N.D. 5 | -
Dibromobiphenyl | e | e | e | - N.D. 5 | -
Tribromobiphenyl | e | e | e | e N.D. 5 | -
Terabromobiphenyl | e | e | e | e N.D. R
Pentabromobiphenyl | e | e | e | e N.D. 5 | -
Hexabromobiphenyl | e | e | e | e N.D. 5 | -
Heptabromobiphenyl | e | e | e | - N.D. 5 | -
Octabromobiphenyl | e | e | e | e N.D. 5 | -
Nonabromodiphenyl | e | e | e | e N.D. 5 | -
Decabromodiphenyl | e | s | e | e N.D. 5 | -
PolybrominatedDiphenylethers (PBDES) | ----- | - | === | === | ==mm- | ---- <1000
Monobromodiphenyl ether | emeem | meeee | e | e N.D. 5 | -
Dibromodiphenyl ether | memem | e | e | e N.D. 5 | -
Tribromodiphenyl ether | —em | e | eem | - N.D. 5 | -
Tetrabromodiphenyl ether | e | e | e | e N.D. 5 | -
Pentabromodiphenyl ether | e | meeem | e | e N.D. 5 | -
Hexabromodiphenyl ether | —=m | e | e | e N.D. 5 | -
Heptabromodiphenyl ether | wmeem | meeem | e | - N.D. 5 | -
Octabromodiphenyl ether | === | —mem | emeem | e N.D. 5 ~| = -
Nonabromodiphenyl ether | smeem | meeem | e | - N.D. 5 | -
Decabromodiphenyl ether | smeem | meeee | e | - N.D. 5 | -
Bis-(2-ethylhexyl) Phthalate (DEHP) | === | === | —=em | -—-- N.D. 50 1000
Butyl benzyl phthalate (BBP) | == | —eem | e | - N.D. 50 1000
Dibutyl phthalate (DBP) | s | s | e | - N.D. 50 1000
Diisobutyl phthalate (DIBP) | === | —om | o | - N.D. 50 1000
Result(P/F) P P P P Pl -

EBO assures objectivity and justness of the test, and fulfill the duty of confidentiality for applicant’s information. Applicant should undertake
responsibility for the authenticity of submitted sample and information. The result(s) shown in this report refer only to the sample(s) tested. The test
results only reflect the evaluation of the sample under test and are not authorized for other purposes. EBO do not accept any liability to you for any
loss arising out of or in connection with this report, in contract, tort, by statute or otherwise. This report is invalid without signatures of approver and
special seal for inspection of EBO, or it has been reproduced in full or part. This report shall not be published as advertisement without the approval
of EBO. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be
prosecuted to the fullest extent of the law. This document is issued by the company under its General Conditions of Service accessible at
http://www.ebotest.com/zjyb/318.html.
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Test result-7:

No. Result (mg/kg) vpL | REQUIRED
ITEM (malkg) LIMIT
31 32 33 34 (mg/kg)

Cd N.D. N.D. N.D. N.D. 2 <100
Cr(VI) N.D. Negative | Negative N.D. 8 <1000
Hg N.D. N.D. N.D. N.D. 2 <1000
Pb N.D. N.D. N.D. N.D. 2 <1000
Polybrominated Biphenyls (PBBs) | - | === | = | meeem | e <1000
Monobromobiphenyl N.D. | - | - N.D. 5 | -
Dibromobiphenyl N.D. | - | - N.D. 5 | -
Tribromobiphenyl N.D. | - | - N.D. 5 | -
Terabromobiphenyl N.D. | - | - N.D. 5 | -
Pentabromobiphenyl N.D. | - | -—-- N.D. 5 | -
Hexabromobiphenyl N.D. | - | - N.D. 5 | -
Heptabromobiphenyl N.D. | - | ---- N.D. 5 | -
Octabromobiphenyl N.D. | - | - N.D. 5 | -
Nonabromodiphenyl N.D. | - | - N.D. 5 | -
Decabromodiphenyl N.D. | - | - N.D. 5 | -
PolybrominatedDiphenylethers (PBDEs) | ----- | - | === | === | - <1000
Monobromodiphenyl ether N.D. | - | - N.D. 5 | -
Dibromodiphenyl ether N.D. | - | - N.D. 5 | -
Tribromodiphenyl ether N.D. | - | - N.D. 5 | -
Tetrabromodipheny! ether N.D. | - | - N.D. 5 | -
Pentabromodiphenyl ether N.D. | - | - N.D. 5 | -
Hexabromodiphenyl ether N.D. | - | ---- N.D. 5 | -
Heptabromodiphenyl ether N.D. | - | - N.D. 5 | -
Octabromodiphenyl ether N.D. | - | - N.D. 5 | -
Nonabromodiphenyl ether N.D. | - | - N.D. 5 | -
Decabromodiphenyl ether N.D. | - | - N.D. 5 | -
Bis-(2-ethylhexyl) Phthalate (DEHP) N.D. | - | - N.D. 50 1000
Butyl benzyl phthalate (BBP) N.D. | - | - N.D. 50 1000
Dibutyl phthalate (DBP) N.D. | - | ---- N.D. 50 1000
Diisobutyl phthalate (DIBP) N.D. | - | - N.D. 50 1000
Result(P/F) P P P P |

EBO assures objectivity and justness of the test, and fulfill the duty of confidentiality for applicant’s information. Applicant should undertake
responsibility for the authenticity of submitted sample and information. The result(s) shown in this report refer only to the sample(s) tested. The test
results only reflect the evaluation of the sample under test and are not authorized for other purposes. EBO do not accept any liability to you for any
loss arising out of or in connection with this report, in contract, tort, by statute or otherwise. This report is invalid without signatures of approver and
special seal for inspection of EBO, or it has been reproduced in full or part. This report shall not be published as advertisement without the approval
of EBO. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be
prosecuted to the fullest extent of the law. This document is issued by the company under its General Conditions of Service accessible at
http://www.ebotest.com/zjyb/318.html.
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Note:

1. mg/kg=ppm

2. N.D.=Not Detected(<MDL)

3. MDL=Method Detection Limit

4. a. Negative means the absence of CrVI on the tested areas.
b. Positive means the presence of CrVI on the tested areas.

5. “”= Not regulated

6.The maximum permissible limit is quoted from RoHS Directive (EU) 2015/863.

7.The integration report should not be equal to the testing report.

8.Datum from integration report are completely provided by the applicant, Applicant is responsible for the
legal obligation caused by the integration report.

9.1f there is any discrepancy, EBO has the final explanation right.

10. Summary of permissible limits of requirements:

Measured .
Test Item(s) Test Method i MDL Limit
Equipment(s)
Lead (Pb) IEC 62321-5:2013 Ed.1.0 ICP-OES 2 1000 mg/kg
Cadmium (Cd) IEC 62321-5:2013 Ed.1.0 ICP-OES 2 100 mg/kg
Mercury (Hg) IEC 62321-4:2013+AMD1:2017 ICP-OES 2 1000 mg/kg
Hexavalent Chromium Cr IEC 62321-7-1:2015 Ed.1.0
UV-VIS 8 1000 mg/kg
(V1) IEC 62321-7-2:2017 Ed.1.0
Polybrominated Biphenyls
IEC 62321-6:2015 Ed.1.0 HPLC-UV 5 1000 mg/kg
(PBBs)
Polybrominated Diphenyl
IEC 62321-6:2015 Ed.1.0 HPLC-UV 5 1000 mg/kg
Ethers (PBDES)
Phthalates IEC 62321-8:2017 Ed.1.0 GC-MS 50 1000 mg/kg

EBO assures objectivity and justness of the test, and fulfill the duty of confidentiality for applicant’s information. Applicant should undertake
responsibility for the authenticity of submitted sample and information. The result(s) shown in this report refer only to the sample(s) tested. The test
results only reflect the evaluation of the sample under test and are not authorized for other purposes. EBO do not accept any liability to you for any
loss arising out of or in connection with this report, in contract, tort, by statute or otherwise. This report is invalid without signatures of approver and
special seal for inspection of EBO, or it has been reproduced in full or part. This report shall not be published as advertisement without the approval
of EBO. Any unauthorized alteration, forgery or falsification of the content or appearance of this document is unlawful and offenders may be
prosecuted to the fullest extent of the law. This document is issued by the company under its General Conditions of Service accessible at
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Sample photo:
No. EB0O2311140-C296

-~

..

=

0Z 09 ¢S O 0€ O0C OL ()pL 06 08 0L 09 0S OV OE OC Ol

L 00206 08 02 09 0s or oc oz oL 00Lo6 08 0L 09 0S Ov OF 0Z
) e e e e e e T o e e e s e AR

(EBO authenticate the photo on original report only)
*** END OF REPORT ***
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